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BENZENE DISTILLATION RESIDUE
CAS #: 94733-07-0, 64742-95-6

PRODUCT TRADE NAME: BENZENE DISTILLATION RESIDUE, KORB

INDUSTRY STANDARD: STO 05766575-133-2007

USE OF THE CHEMICAL: GRADE A (HYDROGENATED C9 FRACTION) USE AS FUEL COMPOSITION COMPONENT; GRADE B
USE AS DILUTION AGENT IN HEAVY RESINS AND HIGH MOLECULAR WEIGHT DISTILLATION RESIDUES, FOR THE
PRODUCTION OF POLYMERIC PETROLEUM RESIN

SUPPLIER DETAILS: WESPECH PTE. LTD., 8 EU TONG SEN STREET, #14-94, THE CENTRAL, SINGAPORE (059818)

MANUFACTURER DETAILS: GAZPROM NEFTEHIM SALAVAT, MOLODOGVARDEJCEV 30, SALAVAT, RESPUBLIKA
BASHKORTOSTAN, RUSSIA 453256

HANDLING, STORAGE, TRANSPORT AND SAFETY: AS INDICATED IN THE SAFETY DATA SHEET

PHYSICAL AND CHEMICAL PROPERTIES:

## PARAMETER
NORMAL VALUE

GRADE A GRADE B

1 APPEARANCE LIGHT YELLOW
LIQUID

YELLOW OR YELLOW-
brown LIQUID

2 DENSITY AT 20°С, GRAM/CUBIC CENTIMETER 0,750-1,070 0,750-1,070

3 EXISTENT GUM CONCENTRATION, GRAM/CUBIC
CENTIMETER ≤ 50 ≤ 2000

4 VISCOSITY RATIO AT 50°С, SQUARE
MILLIMETER/S - ≤ 20

5 MECHANICAL ADMIXTURES CONCENTRATION,
% BY WEIGHT ≤ 0,015 ≤ 0,015

6 WATER CONCENTRATION, % BY WEIGHT ≤ 0,2 ≤ 0,2

7 SULFUR CONCENTRATION, % BY WEIGHT ≤ 0,2 ≤ 0,2

8 TEMPERATURE OF 95% DISTILLATE YIELD, °С ≤ 205 ≤ 205



 

 

THE CHEMICAL IS ALKYLAROMATIC HYDROCARBONS MIXTURE (C9 FRACTION CONTAINING BENZENE, TOLUENE,
STYRENE, ISOMERS OF DIMETHYLBENZENE, NAPHTHALENE ETC.)


